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LABORATORY FOR ACOUSTICS PEUTZ

DETERMINING THE REDUCTION OF TRANSMITTED IMPACT NOISE BY FLOOR COVERINGS @
ACCORDING TO ISO 10140-3:2010 &"&\
TESTEN

principal: Unifloor Underlay Systems B.V.

construction tested:

Variant Underlayer (described from the laboratory floor with PE-foil) Topfloor
2 Jumpax Classic Linoleum 2mm
— 1/3oct.
* 1/1oct.
70

volume measuring room: 94 m?*
surface area floor: 10 m?

measured at:
Peutz Laboratory for Acoustics

signal: tapping machine

bandwidth: 1/3 octave

reduction of transmitted Impactnoise AL [dB]

ISO 717-2:2013
AL, _=10dB

AL =21dB

0-L— ! i ; .
63 125 250 500 1Kk - 2k 4k
frequency [Hz]
34 21 37 131 222 459 61,6
1/30ct. 40 39 64 173 287 51,6 639 dB
32 22 95 176 388 57,0 62,7
1/1o0ct. 3,5 2,7 59 15,5 26,0 49,4 62,6 dB
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figure 5



